Downloaded viaUNIV OF LIVERPOOL on March 15, 2020 at 11:09:17 (UTC)
See https://pubs.acs.org/sharingguidelines for options on how to legitimately share published articles.

& Cite This: ACS Nano 2019, 13, 4778-4794

Use of Polymeric Nanoparticle Platform
Targeting the Liver To Induce Treg-Mediated
Antigen-Specific Imnmune Tolerance in a
Pulmonary Allergen Sensitization Model

Qi Liu,%’i Xlang Wang, i Xlangsheng L1u1 & San]an Kumar,1 r»Grant Gochman,I »T Ying Jl,
Yu-Pei Liao,"* Chong Hyun Chang Wesley Sltq, Jiangin Lu,"* _]mhong glang,
Kuo-Ching Mei, " "*® Huan Meng, S® Tian Xia,* " #30 and Andre E. Nel* ™%

)+

Center of Environmental Implications of Nanotechnology (UC CEIN), *California NanoSystems Institute, and *Division of
NanoMedicine, Department of Medicine, University of California, Los Angeles, California 90095, United States

Supporting Information

Nanoparticles (NPs) can be used to accomplish antigen-
specific immune tolerance in allergic and autoimmune disease. The available
options for custom-designing tolerogenic NPs include the use of nanocarriers
that introduce antigens into natural tolerogenic environments, such as the
liver, where antigen presentation promotes tolerance to self- or foreign
antigens. Here, we demonstrate the engineering of a biodegradable polymeric
poly(lactic-co-glycolic acid) (PLGA) nanocarrier for the selective delivery of
the murine allergen, ovalbumin (OVA), to the liver. This was accomplished

Antigen-specific
Immune Tolerance

by developing a series of NPs in the 200—300 nm size range as well as N "
decorating particle surfaces with ligands that target scavenger and mannose / /
receptors on liver sinusoidal endothelial cells (LSECs). LSECs represent a b/gw @\“

major antigen-presenting cell type in the liver capable of generating
regulatory T-cells (Tregs). In vitro exposure of LSECs to NP°"* induced
abundant TGF-f, IL-4, and IL-10 production, which was further increased by
surface ligands. Animal experiments showed that, in the chosen size range, N was almost exclusively delivered to the
liver, where the colocalization of fluorescent-labeled particles with LSECs could be seen to increase by surface ligand
decoration. Moreover, prophylactic treatment with NP°Y* in OVA-sensitized and challenged animals (aerosolized
inhalation) could be seen to significantly suppress anti-OVA IgE responses, airway eosinophilia, and TH2 cytokine
production in the bronchoalveolar lavage fluid. The suppression of allergic airway inflammation was further enhanced by
attachment of surface ligands, particularly for particles decorated with the ApoB peptide, which induced high levels of
TGF-# production in the lung along with the appearance of Foxp3" Tregs. The ApoB-peptide-coated NPs could also
interfere in allergic airway inflammation when delivered postsensitization. The significance of these findings is that liver
and LSEC targeting PLGA NPs could be used for therapy of allergic airway disease, in addition to the potential of using
their tolerogenic effects for other disease applications.
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here is an unmet need for developing new treatment arthritis) and allergic disorders (e.g,, food allergy, anaphylaxis,
approaches for autoimmune and allergic disorders that asthma)."” One approach for inducing antigen-specific
goes beyond current therapeutic efforts of utilizing
anti-inflammatory, immunosuppressive, targeted monoclonal
antibody, or immunomodulatory approaches. Although most
of these therapies provide symptomatic relief and a temporary

tolerance is to use biodegradable nanoparticles to initiate and
sustain immunomodulatory responses, based on the ability of

these carriers to encapsulate disease-related antigens that are

abatement of disease activity, they do not provide long-term delivered to antigen-presenting cells (APC).”™” The tolero-
suppression of chronic disease activity or the prospect of a

cure. However, there is growing awareness of the power of February 20, 2019

regulatory T-cell (Treg) biology to provide antigen-specific April 8, 2019

immune tolerance for autoimmune disease (e.g, rheumatoid April 9, 2019
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Figure 1. Synthesis and characterization of the LSEC-targeting PLGA NP platform for OVA delivery. (A) Schematic showing particle surface
decoration with mannan and ApoBP: (i) mannan (man) was either physically adsorbed to the particle surface or its hydroxyl-terminus used
for covalent conjugation to the PGLA COOH-terminal groups; (ii) ApoBP was linked to the NP surface by a NAEM spacer, using a two-step
conjugation process between the ApoBP cysteine tag and the NAEM maleimide group. (B) Scanning electron microscopy pictures to show
NP morphology, in the presence of attached ligands. (C) Fourier transform infrared spectra of the NAEM-conjugated NPs. (D) 'H NMR
spectra of the synthesized particles with and without the ApoBP attachment, showing the appearance of the newly conjugated peptide at 7

ppm.

genic properties of the liver are well-known for this organ’s role
in preventing immune responses to exogenous food antigens
coming from the gastrointestinal tract and portal venous
system, as well as promoting the persistence of tumor
metastases to this organ.8 Moreover, the liver also enjoys
immune privilege during organ transplantation, requiring less
immunosuppressive therapy than kidney or heart transplants.”
It has also been demonstrated that concurrent transplant of a
kidney or a heart with a liver is less prone to undergo
immunolo%ical rejection compared to an isolated organ
transplant.' "' The hepatic expression and ability of liver
APCs to present myelin basic protein (MBP) to the immune
system has likewise been demonstrated to control experimental
allergic encephalomyelitis (an autoimmune disorder that
simulates multiple sclerosis) in mice."”

The immunosuppressive effects of the liver can, in part, be
ascribed to its unique system of APCs, including natural
tolerogenic APCs such as Kupffer cells (KC), dendritic cells
(DC), and liver sinusoidal endothelial cells (LSECs).'*'*
These tolerogenic APCs constitute an integral component of
the liver’s reticuloendothelial system, which has the key
function of clearing foreign materials, degradation products,
and toxins from sinusoidal blood by phagocytic uptake as well
as endocytic processing.'* Moreover, whereas professional
phagocytes (KC and DC) preferentially eliminate circulating
microscale particulate materials through phagocytosis, LSECs
are more proficient in eliminating soluble macromolecules and
particulates in the 200 nm size range by clathrin-mediated
endocytosis.15’16 From an immunoregulatory perspective,
LSECs play a key role in inducing immune suppression of
CD8" and CD4" populations through the generation of

antigen-specific Tregs, TGF-f production, and upregulation of
the ligand (PD-L1) for the programmed cell death protein 1
(PD-1) receptor.'” ™" It is also of further interest that LSECs
obtained from Foxp3#?/KI transgenic mice were shown to be
more capable of generating antigen-specific CD4"/Foxp3*
regulatory T-cells compared to KC or liver DC from the
same animals.'®*° Thus, the ability of LSECs to control the
function of antigen-specific Tregs should be considered for the
treatment of autoimmune and allergic disease manifestations.

The use of nanoparticles to induce immune tolerance is an
active area of investigation and includes approaches such
decorating particle surfaces with peptide/major histocompat-
ibility (MHC) complexes, serving as a surrogate antigen
presentation platform for immune tolerization in the absence
of costimulation.”' ~>* Other approaches include the incorpo-
ration of food allergens or autoimmune proteins/peptides (e.§.,
type II collagen) in orally administered nanoparticles,”*™*"
harnessing apoptotic cell death (eg, apoptotic cell—pegtide
conjugates or liposomes containing phosphatidylserine),”
targeting B-cell-specific tolerance via the CD22 receptor,” ">
or encapsulating pharmacological agents (e.g, rapamycin) that
induce tolerogenic states in APC by impacting antigen
presentation, maturation, and/or the expression of costimula-
tory molecules.”*™** Although these nanoenabled immuno-
therapy approaches are yielding promising results, our
preferred approach is to use the natural tolerogenic effects of
the liver, which can be exploited by a versatile nanoparticle
platform constructed from a biodegradable FDA-approved
polymer, poly(lactic-co-glycolic acid) (PLGA). One approach
could be to target mannose or scavenging receptors (SR) that
are involved in endocytosis of circulating antigens, extracellular
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Table 1. Comparison of Different NP Formulations for Hydrodynamic Size, Zeta-Potential, OVA Content, Ligand Content,

and Molar Ratios

hydrodynamic size polydispersity index zeta-potential OVA content ligand content mol % of
nanoparticle nm) FPDI) mV) (ug/mg NPs) (ug/mg NPs) PLGA
NP only 2312 + 2.17 0.096 —42.55 + 2.99 NA NA NA
NpOvA 246.5 + 3.01 0.108 —44.37 + 2.81 51.61 + 232 NA NA
NPOVA/man™ 279.5 + 2.74 0.121 —51.63 + 4.05 5031 & 3.52 139 + 21 NA
NP°Y4/man® 297.2 + 2.98 0.113 —54.82 + S.18 50.98 + 3.88 346 + 52 NA
NPOYA/ApoBP® 268.8 + 4.96 0.109 —8.63 + 1.38 50.77 + 3.08 6.86 + 0.89 2.8
NPOY/ApoBPH 270.8 + 4.96 0.113 —4.56 + 2.25 50.12 + 2.18 12.96 + 0.77 5.3
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Figure 2. Quantitative analysis of particle-associated antigen uptake in LSECs and KUPS cells, using flow cytometric analysis. Following
OVA-FITC labeling, the antigen was encapsulated in NPs as described in Materials and Methods. LSECs and KUPS cells were incubated
with FITC-OVA or NPF'T¢OVA for the indicated time periods. After being washed in PBS, the % FITC-OVA" cells and the cellular mean
fluorescence intensity (MFI) were analyzed in a BD LSRII (IMED) analytic flow cytometer by flowjo software. (A,B) Kinetics of NP-
mediated antigen uptake in LSECs and KUPS cells, respectively. (C,D) Histograms depicting the % and MFI of antigen-positive LSECs. Data
are expressed as the mean + SEM (n = 6); *p < 0.05; **p < 0.01; ***p < 0.00 (one-way ANOVA followed by Tukey’s test).

macromolecules, protein degradation products, and lipopro-
teins by LSECs."® Whereas the stabilin-1 and stabilin-2 SRs are
exclusively expressed on LSECs, the mannose receptor also
appears in lesser quantities on the KC surface.”” These
receptors can be targeted by placing an apolipoprotein B
(ApoB) peptide sequence or mannan, respectively, on the
PLGA particle surface.

In this communication, we demonstrate the design and
synthesis of PLGA nanoparticles for delivering ovalbumin
(OVA) in a murine model of OVA-induced airway allergic
inflammation to investigate whether surface coating with
mannan or an ApoB peptide could change disease outcome by
inducing a Treg-mediated tolerogenic effect. We demonstrate
that ligand-coated NPs can improve OVA delivery to LSECs in
vitro and in vivo, with the ability to induce TGF-f production
and antigen-specific immune tolerance. Although tolerization
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could be obtained by OVA delivery to the liver in
nondecorated 200—300 nm NPs, the tolerogenic effects
could be dramatically enhanced by the attachment of surface
ligands. These results demonstrate the feasibility of developing
a tolerogenic PLGA nanoparticle platform for allergen delivery
to LSECs by controlling particle size and decorating the
particle surface with ligands that target the liver.

RESULTS

Synthesis of the PLGA NP Platform for OVA Delivery.
The PLGA polymer was selected for NP synthesis because it is
biodegradable, biocompatible, and FDA-approved for drug
delivery.””™*' A double-emulsion method, involving solvent
evaporation, was used to fabricate PLGA NPs entrapping 50
ug/mg OVA. Because most NPs in the size range above 500
nm are phagocytosed by KC in the liver or macrophages in the
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Figure 3. Assessment of the effect of NPs on tolerogenic cytokine production, including TGF-f}, IL-4, IL-6, and IL-10 in LSECs (A) and
KUPS cells (B). These cells were treated with NPs for 24 h, before removal of supernatants and assessment of cytokine content, using ELISA
kits according to the manufacturer’s instructions. Data are expressed as the mean + SEM (n = 6); *p < 0.05; **p < 0.01; **¥p < 0.00 (one-

way ANOVA followed by Tukey’s test).

. 1521 .
liver and spleen,'>*" our aim was to develop smaller, easy-to-

synthesize particles using a water-in-oil-in-water (w/o/w)
emulsion method (Figure 1A). We settled on the synthesis of a
primary particle size of 230 nm (Figure 1B and Table 1),
which yielded a size range of 246—297 nm following the
attachment of surface ligands that could target mannose and
stabilin receptors on liver cells.””*’ Mannan (man) was
selected to target the mannose receptor, whereas an ApoB
peptide (ApoBP), RLYRKRGLK, was used as a ligand for
stabilin receptors.'**™*® Whereas the stabilin receptors are
exclusively expressed on LSECs, the mannose receptor is also
present in low abundance on the surface of KCs. Mannan
attachment to PLGA particle surfaces was achieved by physical
adsorption or using a one-step covalent conjugation method to
yield NPOYA/man™ and NP°"*/man® NP, respectively. For the
attachment of ApoBP peptide, lower and higher molar ratios
were used for conjugation to the polymer backbone by a two-
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step procedure, making use of a NAEM spacer; these particles
were designated as NP°V/ApoBP" and NP°V*/ApoBP"Y,
respectively (Figure 1A).

The NP formulations were characterized for hydrodynamic
size, zeta-potential, OVA content, and ligand density as
outlined in Table 1. The physicochemical characterization
demonstrated a mean hydrodynamic diameter of 230—290 nm,
with the larger size being due to the attachment of surface
ligands. NP without OVA (designated NP-only) or encapsulat-
ing OVA only (NP°"*) exhibited a negative surface charge in
water, with zeta-potentials of —42.55 and —44.37 mV,
respectively. Mannan attachment increased the negative
charge, whereas ApoBP conjugation brought the zeta-potential
to —8.63 and —4.56 mV for NP°V*/ApoBP" and NPV*/
ApoBP"Y, respectively.

The relative abundance of mannan incorporation was
assessed by calculating the difference between the total
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Figure 4. (A) Representative ex vivo IVIS images of the explanted hearts, livers, spleens, lungs, and kidneys collected from animals 24 h after
injecting each animal with 500 pg of NPs, containing 25 g of DyLight680-labeled OVA (n = 6). The histogram in the panel on the right-
hand side shows the fluorescence intensity of the particles in the main organs. (B) Confocal microscopy to show the intrahepatic distribution
of free or encapsulated labeled OVA. Encapsulation of the labeled protein did not change the NP properties. The red and green fluorescence
colors represent DyLight680-labeled OVA and isolectin B4 stained LSECs, respectively. Scale bars correspond to 50 gm. Data are expressed
as the mean &+ SEM (n = 6); *p < 0.05; *¥p < 0.01; **¥p < 0.00 (one-way ANOVA followed by Tukey’s test).

amount offered for conjugation versus the amount recovered in
the supernatant. Mannan quantity was determined by a
colorimetric method (using phenol-sulfuric acid*) to demon-
strate a mannan content of 346 + 52 ug per mg of NPs after
covalent attachment, whereas physical adsorption amounted to
139 + 21 pg/mg. The ApoBP conjugation to the NAEM
spacer was determined by Fourier transform infrared spectros-
copy, which demonstrated the presence of two amide bonds
(stretching peaks at ~1600 cm™") as well as a maleimide ring
(vibration peak at ~1100 cm™") (Figure 1C). We also assessed
the proton NMR spectra of the pristine particles, showing the
presence of the lactide (—CH and —CHj;) and glycolide
(—CH,) peaks in the PLGA backbone, as well as the
appearance of an ApoBP tyrosine peak (~7 ppm) in
conjugated particles (Figure 1D). The abundance of peptide
conjugation was assessed by a microBCA assay and a nanodrop
method. Both methods showed a peptide quantity of ~2.8 and
5.3 mol % in the completed PLGA construct.

Scanning electron microscopy was performed to show the
morphology of the spherical NPs, which were demonstrated to
be of uniform size (Figure 1B). The biocompatibility of these
materials in LSECs and Kupffer cells was assessed using an
ATP assay, following particle addition at concentrations
ranging from 25 to 300 pg/mL. No evidence of cytotoxicity
was observed (Figure S1).

NP-Mediated OVA Uptake in LSECs and Kupffer
(KUP5) Cells. The encapsulation of fluorescein isothiocyanate
(FITC)-labeled OVA in the NPs allowed us to use flow
cytometry to follow NP°V* uptake in LSEC and KUPS cells.
This demonstrated a time-dependent increase in OVA
fluorescence intensity in LSECs, with the ApoBP-decorated
particle showing an uptake significantly higher than that of
either nondecorated (p < 0.001) or mannan-decorated
particles (p < 0.01) (Figure 2). The maximum particle uptake
was seen for NPOVA/ApoBPM which showed a ~2-fold
increase in the percentage of OVA-positive cells compared to

4783 DOI: 10.1021/acsnano.9b01444
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Figure S. NP pretreatment interferes in OVA-induced antibody responses in an OVA sensitization model. (A) Outline of the experimental
animal protocol. Six to 8 week old C57/BL6 mice received IV injection of NP®Y to deliver 25 ug OVA in 500 pug particles per mouse on
days 0 and 7. The animals were subsequently sensitized by two IP doses of OVA (10 pg/mouse) on days 14 and 21, prior to being exposed to
aerosolized OVA inhalation (10 mg/mL) for 20 min on days 35—37. Animals were sacrificed for tissue harvesting and BALF on day 40. The
treatment groups (n = 6) in the experiment included (1) a control group without NP pretreatment, sensitization, or challenge; (2) no
pretreatment before sensitization and challenge; (3) pretreatment with NPs w/o OVA before sensitization and challenge; or pretreatment
with (4) NPOY4, (5) NPYA/man™, (6) NP®¥*/man®, (7) NP°VA/ApoBP", (8) NP°VA/ApoBP" before sensitization and challenge. (B)
Serum anti-OVA IgE and IgG1 antibody titers were determined by ELISA. Data are expressed as the mean + SEM; *p < 0.05; *¥p < 0.01;
#*kp < 0.00 (one-way ANOVA followed by Tukey’s test).

that of NP°Y2 without ligands. No significant uptake was seen these data demonstrate that ApoBP and (to lesser extent)
for non-encapsulated FITC-OVA. In contrast to LSECs, the mannan are capable of augmenting OVA uptake in LSECs but
uptake of encapsulated OVA in KUPS cells was poor, with only not Kupffer cells.

5—10% of the cells showing a fluorescence signal, mostly for Induction of a Tolerogenic Cytokine Profile in LSECs
particles decorated with the ApoBP ligand. All considered, and Kupffer Cells by Ligand-Decorated NPs. APCs in the
4784 DOI: 10.1021/acsnano.9b01444
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Figure 6. NP pretreatment alleviates allergic airway inflammation. Lung tissue and BALF from the experiment in Figure SA were used for the
following analysis. (A) Differential eosinophil, neutrophil, and macrophage cell counts on BALF. BAL was performed using 1 mL of PBS
buffer for each animal, following which the BALF was cytospun onto slides for staining and counting. (B) Representative histological
sections of lung tissue used for formalin fixing and H&E staining. The scale bars represent 200 gm. (C) TH2 cytokine (IL-4, IL-S, and IL-13)
levels in the BALF, determined by ELISA; (D) TGF-f, IL-10, and INF-y levels in the BALF, determined by ELISA. (E) Foxp3" T-cell
recruitment to the lung in response to pretreatment with tolerogenic NP. The lung tissues from the experiment in Figure SA were used for
the (IHC) (IHC) staining protocol to detect Foxp3* T-cells. The scale bar represents 100 gm. Image-Pro Plus 6.0 software was used to
detect cell nuclei and calculation of the percent-positive cells, under 10X magnification. A total of 12 independent fields were counted for
each experimental group. The histogram on the right shows the % Foxp3* T-cells in each group. Data are expressed as the mean + SEM; *p
< 0.05; *¥p < 0.01; ***p < 0.00 (one-way ANOVA followed by Tukey’s test).

liver are capable of promoting immune tolerance by a variety of
mechanisms, including TGF-f production.lg’w’46 LSECs, in
particular, are capable of converting CD4"/Foxp3~ T-cells into
CD4*/Foxp3" Tregs through tethered TGF-§ on their cell
surfaces.">'%2° Moreover, following antigen capture, LSECs
are capable of producing anti-inflammatory cytokines to
further assist generation of antigen-specific immune toler-
ance.”” In order to determine if PLGA NPs impact the
production of tolerogenic/anti-inflammatory (TGF-f, IL-10,
IL-4) or pro-inflammatory (e.g, IL-15, IL-6, IL-12p70, and
TNF-a) cytokines, LSECs and KUPS cells were exposed for 24
h and cellular supernatants were collected for the performance
of ELISA (Figure 3). All NP formulations induced a significant
increase (p < 0.001) in TGF-f production compared to OVA
alone in LSECs (Figure 3A). Moreover, the cytokine response
was significantly higher for NP°V4/ApoBP" than for NPOYA (p
< 0.01) or NP°Y*/man (p < 0.05). A similar trend was seen for
IL-4 and IL-10 production in LSECs, with NP°V4/ApoBP"
inducing more robust responses than NP°VA/ApoBP" (p <
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0.05) or any other particles in the panel (p < 0.05). In contrast,
the quantities of TGF-# and IL-4 released from KUPS cells
were much lower, with NP°V*/man® inducing more IL-4 and
IL-10 than other NPs (Figure 3B). This is consistent with the
ability of covalently attached mannan to improve OVA uptake
in KCs (Figure 2). In contrast to the effect on anti-
inflammatory cytokines, all NPs (irrespective of ligation status)
trended toward decreasing the production of IL-1f, IL-6, IL-
12p70, and TNF-a in LSECs and KCs (Figure S2). All
considered, these data demonstrate that ligand-decorated
nanoparticles induce significantly more tolerogenic cytokines
and TGF-f in LSECs than KC, suggesting that in vivo targeting
of sinusoidal endothelial cells could provide an effective means
of inducing immune tolerization.

Hepatic Biodistribution of NPs Decorated with
Surface Ligands. In order to image the in vivo biodistribution
of decorated or nondecorated NPs, DyLight680-labeled OVA
was incorporated into the particles. These particles were
intravenously (IV) injected in mice to deliver 25 ug of OVA in
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500 pg of NPs per animal, before being sacrificed after 24 h.
Major organs such as the liver, spleen, heart, lung, and kidney
were harvested and mounted in a Petri dish for IVIS imaging.
Compared to the distribution of non-encapsulated fluorescent
OVA to the kidney, NP-encapsulated OVA mainly accumu-
lated in the liver, with lower levels in the lung and the spleen;
little or no distribution occurred in the heart and kidney
(Figure 4A, left panel). Quantitative expression of fluorescence
intensity demonstrated that ApoBP-decorated particles showed
the highest liver accumulation, compared to particles decorated
with mannan or nondecorated NPV (Figure 4A, right panel).

In order to visualize the intrahepatic distribution of the
labeled NPs, isolectin B4 immunostaining was used to locate
sinusoidal endothelial cells in liver tissue sections (Figure 4B
and Figure S4). Confocal microscopy showed that, compared
to fluorescent-labeled OVA only or DyLight-labeled NP°V4,
the colocalization of mannan or ApoBP-coated particles with
isolectin-stained endothelial cells could be seen to increase
(Figure 4B and Figure S3). Calculation of the colocalization
frequency (Pearson correlation coefficient) using Image-Pro
Plus 6.0 software demonstrated a colocalization index for the
ApoBP-decorated particles significantly higher than that of
particles decorated with mannan (p < 0.5) or delivering OVA
only (p < 0.01). These results are in agreement with the
expression of stabilin-1 and stabilin-2 scavenger as well as
mannose receptors on LSECs. Similar analysis was performed
to evaluate the colocalization of the DyLight-labeled NPs with
KC, which were immunostained with F4/80 (Figure S4).
Although confocal microscopy demonstrated that NPV are
taken up by KC, the frequency of colocalization was increased
for NP9V*/man"™ and NP°¥A/man® (Figure S4). In contrast,
there was no change in colocalization of ApoBP-decorated NPs
with KC, which lack stabilin receptors.

Pretreatment with NPs Exhibit Tolerogenic Effects on
the Humoral Immune Response and Generation of
Allergic Inflammation in the Lungs of OVA-Sensitized
Mice. Based on the observation that mannan and ApoBP-
decorated NPs are capable of LSEC targeting and induction of
tolerogenic cytokines, we asked whether these particles could
be used for tolerance induction in a mouse model of OVA-
induced allergic inflammation in the lung. This was
accomplished by pretreating Balb/c mice on days 0 and 7
with OVA-encapsulated NPs, with and without surface ligand
decoration (Figure SA). The controls included animals
receiving no particles or PLGA particles that do not contain
OVA. The mice were subsequently sensitized to OVA by
intraperitoneal (IP) administration of the antigen on days 14
and 21, followed by inhalation challenge with aerosolized OVA
on days 35—37. The animals were sacrificed on day 40 for
performance of bronchoalveolar lavage (BAL) and organ
harvesting (Figure SA). The allergic response to OVA is
accompanied by TH2-driven IgE and IgGl antibody
production, which could be measured in the serum (Figure
SB). This demonstrated that the IgE response to OVA could
be significantly decreased by pretreatment with OVA-
containing nanoparticles, with the strongest (15-fold) response
observed in animals pretreated with NPOVA/ApoBPhi (p <
0.001). No decline was seen in the group receiving NPs w/o
OVA. A similar trend was seen for the IgG1 response to OVA,
with the antibody titer decreasing ~10-fold in animals
pretreated with NP°VA/ApoBP™ (Figure 5B). In contrast, the
TH1-mediated IgG2a antibody response to OVA was not
affected by pretreatment (not shown).
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The assessment of BAL cell counts in the same experiment
(Figure SA) demonstrated that the rise in eosinophil cell
number was significantly suppressed by pretreatment with
OVA-containing NPs, leading to almost total disappearance of
the cell type from the BAL fluid (BALF) of animals previously
treated with ApoBP-decorated NPs (Figure 6A). Similar effects
were seen for neutrophil influx, which was less abundant in the
BALF. There was also a significant reduction in macrophage
cell counts in animals treated with NPOVA/ApoBPhi, NPOV4/
ApoBP", and NP°"*/man® (Figure 6A). The performance of
lung histology and H&E staining demonstrated that, compared
to the lack of inflammation in nonsensitized animals, the lungs
of OVA-sensitized and challenged mice showed extensive
mononuclear and eosinophilia inflammation with perivascular
and peribronchial cuffing (Figure 6B). Whereas animals
pretreated with NPs w/o OVA showed equally severe
inflammation, mice receiving NPOVA NP°VA/man®, and
NP2 /manN® showed a dramatic reduction in the eosino-
philic pulmonary infiltrates. Strikingly, pretreatment with
NPOVA/ApoBP" and NP°VA/ApoBP" could reduce the tissue
inflammation to near-background levels.

OVA challenge in previously sensitized animals (Figure SA)
could also be seen to induce TH2 cytokine responses, as
evidenced by increased IL-4, IL-S, and IL-13 levels in the
BALF (Figure 6C). Compared to the animals receiving no
pretreatment, IL-4, IL-S, and IL-13 levels were significantly
reduced by pretreatment with OVA-containing NPs. For
NPOVA/ApoBP" pretreated animals, this achieved significant
levels of p < 0.001 for IL-4 and IL-5, whereas the
corresponding level for IL-13 was p < 0.05. No effect was
seen in the animal group treated with NPs w/o OVA. In
addition to TH2 cytokines, BALF was also used to assess TGF-
P and IL-10 levels. This demonstrated a significant increase in
TGF-f levels in animals pretreated with NP°YA/ApoBP® or
NPOVA/ApoBP" compared to treatment with mannan-
decorated particles or NP (Figure 6D). In contrast, there
was no significant effect on IL-10 levels or the THI1 cytokine,
IFN-y (Figure 6D).

Based on the decline in allergic inflammation and an
increase in TGF-f production in the lung, IHC staining was
performed to assess Foxp3' cell expression (Figure 6E and
Figure S6A). Although relatively sparse compared to the
density of eosinophilic airway infiltrates, the presence of
Foxp3* cells in the lung could clearly be confirmed in animals
exposed to OVA-containing NPs of all varieties (Figure 6E and
Figure S6A). The increase was especially prominent in animals
previously treated with ApoBP-coated NPs. Quantitative
assessment of the number of positively stained cells, expressed
as the % Foxp3" T-cells for the total number of cells observed
under 10X magnification, showed a statistically significant (p <
0.01) increase in NP°YA/ApoBP pretreated animals compared
to those receiving mannan-coated particles (Figure 6E and
Figure S6A). These data are compatible with Treg generation
in the liver, leading to suppression of allergic inflammation in
the lung.

Postsensitization NP Treatment Has a Tolerogenic
Effect in Allergic Inflammation. To determine whether
NPOY* could induce tolerogenic effects in already-sensitized
animals, the particles were IV administered on days 14 and 21
to animals previously sensitized by OVA injection IP on days 0
and 7 (Figure SSA). Inhalation OVA challenge was performed
as before. Whereas there was a trend toward decreased anti-
OVA IgE and IgGl levels in animals treated with ApoBP-
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Figure 7. NP treatment postsensitization alleviates allergic airway inflammation. The scheme is outlined in Figure SSA. Briefly, 6—8 week old
C57/BL6 mice were IP sensitized with OVA (10 pg/mouse) on days 0 and 7. Subsequently, the animals received IV injection of NP°¥* (with
or without ligands) on two occasions days 14 and 21. The administered OVA and NP doses were similar to that in Figure 5. The post-
treatment groups included (1) a control group without any pretreatment or any sensitization or challenge; (2) no pretreatment before
sensitization and challenge; (3) NPs w/o OVA; (4) NP°Y4; (5) NP®YA/man™; (6) NPCVA/manS; (7) NPOVA/ApoBP"; (8) NPCVA/ApoBPH,
Finally, the animals received aerosolized OVA inhalation on days 35—37, as described in Figure 5. Subsequent to animal sacrifice, BALF and
lung tissue were harvested on day 40 to study the following end points. (A) Differential cell counts in the BALF. (B) Representative lung
histology; scale bars correspond to 200 ym. (C) TH2 cytokine (IL-4 and IL-5) and TGF-$ levels in BALF by ELISA. (D) IHC for Foxp3* T-
cell recruitment to the lung. Data are expressed as the mean + SEM; *p < 0.05; **p < 0.01; ***p < 0.00 (one-way ANOVA followed by

Tukey’s test).

coated NPs, the decline was not statistically significant (Figure
SSB). We did, however, observe decreased eosinophil numbers
in the BALF in all animals exposed to NP°Y%, without a
differential effect of decorated versus nondecorated particles
(Figure 7A). No significant effects were seen on neutrophil or
macrophage cell numbers. Nonetheless, histological analysis
revealed a noticeable reduction in airway inflammation and
perivascular cuffing in all animal lungs receiving postsensitiza-
tion NPO¥A administration (Figure 7B). This was particularly
obvious for animals treated with ApoBP-decorated NP and less
so for mannan-coated particles (Figure 7C). It could also be
demonstrated that the reduction in the severity of airway
inflammation showed excellent correlation with TGF-f levels
in the BALF for animals treated with ApoBP-decorated NPs
but less so for mannan-coated NPs (Figure 7C). Interestingly,
the reduction in airway inflammation was not accompanied by
decreases in IL-4 and IL-S production. Finally, performance of
IHC staining to discern the appearance of Foxp3® cells
demonstrated the appearance of Tregs for decorated NPs,
particularly ApoBP-coated NPs (Figure 7D and Figure S6B).

A possible explanation for the difference of the tolerizing
effect of the NPs on humoral versus cell-mediated immunity is
that IgE class switching in B-lymphocytes is more difficult to
downregulate once induced by TH2 stimuli than the already-
triggered allergic inflammatory T-cell responses with eosino-
philic infiltrates in the lung (Figure 7A,B). The same finding
has also been demonstrated by Smarr et al.** Although the
exact explanation for this finding is unknown, it is well-known
that it is easier to tolerize a primary immune response than an
already induced immune response in the setting of auto-
immune disease.””*® One possibility is that it is more difficult
to turn off clonally diverse immune responses that involve
epitope spreading compared to an epitope-restricted primary
immune response.
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DISCUSSION

In this study, we took advantage of the liver’s natural ability to
generate systemic immune tolerance to alleviate allergic airway
inflammation by LSEC-targeting nanoparticles. These carriers
were produced by using biodegradable PLGA polymers to
encapsulate OVA in 230—290 nm nanoparticles, which were
decorated with surface ligands targeting mannose and
scavenger receptors. We confirmed particle distribution to
the liver, where the presence of mannan and ApoBP
contributed to increased uptake by LSECs. APC processing
of the encapsulated OVA induced the production of anti-
inflammatory cytokines as well as of the tolerogenic cytokine
transforming growth factor, TGF-f. These effects were
dramatically enhanced in vitro and in vivo by targeting ligands,
allowing NP°Y* to dramatically suppress allergen-induced
allergic airway inflammation by tissue infiltrating Tregs. These
findings demonstrate the potential utility of LSEC-targeting
NPs for tolerogenic immunotherapy.

The major finding in the study is the use of liver-targeting
NPs, capable of inducing tolerogenic effects that suppress
TH2-induced allergic airway disease in the lung. Although it is
well-known that liver can induce immune tolerance, this
knowledge has not been effectively translated into immuno-
therapy for allergic disorders in the clinic, including for
respiratory allergies. Whereas there is cumulative evidence
indicating that oral administration of peanut allergen can
induce immune tolerance to Oprevent a potentially fatal food
allergic disorder in children,*® it still needs to be confirmed
that the liver is involved. There are limited reports using a liver
targeting approach to treat experimental allergic encephalo-
myelitis (EAE) in an animal model, where IV injection of small
(~10 nm) nontargeted superparamagnetic iron oxide NPs
(coated with a polymer) could be used to deliver myelin basic
protein (MBP) peptides to the liver.”” Although the
mechanism of biodistribution was uncertain, confocal micros-
copy confirmed that decorated iron oxide NP colocalized with
LSECs.”’ Nonetheless, the iron oxide NPs were effective in
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preventing EAE when administered early after MBP
exposure while also providing therapeutic benefits in animals
with established disease.”” Treatment efficacy correlated with
the induction of Tregs in the spleens of the NPM®” exposed
mice.”” In contrast to the EAE study, we used larger particles
comprising an FDA-approved polymer, PLGA. These particles
mainly distributed to the liver, where KC and LSEC uptake
was enhanced by surface coating with mannan, whereas the
attachment of a stabilin receptor ligand selectively promoted
LSEC uptake (Figure 4). We further demonstrated that OVA
encapsulation and targeted delivery to LSECs was effective for
reducing the allergic inflammation in the lung, accompanied by
increased TGF-§ production and the recruitment of Foxp3* T-
cells (Figure 7). Whereas a decrease of allergic inflammation in
the lung in OVA-sensitized mice was previously demonstrated
through the use of ~700 nm OVA-encapsulating PLGA NPs,
there was no demonstration of particle biodistribution to the
liver, use of a targeting ligand, or the induction of Tregs.48 We
propose that the combination of particle composition, smaller
size, and decorating the particle surface with ligands played a
key role in targeting and endocytic uptake in LSECs, which
sets our study apart from previous publications.

Although there are a variety of cell types that can serve as
APCs in the liver, LSECs are well-known for their capacity to
induce immune tolerance.'”*' Not only are LSECs the most
abundant cell type in the liver, other than hepatocytes, but
their flattened shape provides a large surface area, allowing
them to engage in more frequent interactions with antigens
and particulate matter than KCs.***> LSECs do not display a
basal lamina and exhibit numerous fenestrae (~150 nm) that
act as a selective ultrafiltration barrier, allowing the transition
of molecules from the sinusoidal lumen to adjacent
hepatocytes.'> Moreover, different from KCs, LSECs rarely
phagocytose particles >500 nm in size and are extremely active
in clathrin-mediated uptake, an endocytic mechanism that is
frequently used for soluble macromolecules, waste products,
viruses, and smaller particles (~200 nm).">**7 This allows
LSECs to play an assist role in the reticuloendothelial system,
which differs from the effects of professional phagocytes such
as KCs, macrophages, and DCs. One of the distinctive
functions of LSECs is antigen uptake by scavenger receptors,
which is further assisted by low-level expression of MHC-II
and costimulatory molecules (e.g, CD40, CD80, and CD86)."
However, different from DCs, LSECs do not participate in
antigen presentation to CD4" T-cells that control TH1 or
TH17 immunity. Instead, LSECs present antigens to CD4"/
Foxp3™ non-Tregs, which are induced to transform into
CD4*/Foxp3* Tregs. " In the process, LSECs rely on TGF-f3
tethering to their surface membrane.'®*® Moreover, LSECs
also cross-present exogenous antigens to CD8" T-cells for
induction of CD8"-mediated tolerance.'” LSECs are also
capable of producing anti-inflammatory cytokines (e.g,, IL-10)
that participate in tolerance induction.

In addition to constructing 200—300 nm PLGA nano-
particles for antigen delivery to LSECs, we show that surface
coating with mannan and ApoBP is important for achieving
their full potential of exerting tolerogenic effects in the liver.
Whereas the mannose receptor is expressed in several
mammalian cell types such as LSECs, lymph node sinusoidal
endothelial cells, or immature DC subpopulations, this
receptor is not expressed in human KC and is only present
in low abundance on murine KCs."> This is compatible with
the demonstration of increased OVA colocalization with KC in
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mannan-coated particles (Figure S4). It is also worth
commenting that KCs contribute to tolerogenic effects in the
liver, in addition to providing an exogenous source of TGF-f
that can be used by LSECs.'””” Noteworthy, the ability to
induce TGF-f production and Foxp3" infiltration in the lung
was significantly augmented by covalent attachment of ApoBP
(Figure 6D,E). ApoBP interacts with stabilin-1 and stabilin-2
receptors, which play a role in clathrin-mediated uptake of
oxidized LDL in the liver.'>°® Recent studies have shown that,
in addition to LSECs and KCs, other immunosuppressive cell
types such as myeloid-derived suppressor cells (MDSCs) ma
be involved in suppressing allergic inflammation in asthma.””*’
However, MDSCs have mostly been shown to be involved in
inflammatory conditions of the liver or in liver fibrosis,”' " a
setting that differs from the animals with normal liver function
used in this study.

Our study introduces an approach for employing tolerogenic
nanoparticles to treat allergic disease, and the platform could
also apply to the immunotherapy of autoimmune disease or
transplant rejection. Another approach that holds great
promise is the use of nanoparticles encapsulating pharmaceut-
ical agents with an antigen, thereby locking APCs into a
functional or metabolic state that favors antigen presentation
to Tregs.”' For instance, the encapsulation of rapamycin by
PLGA nanoparticles has shown to induce tolerization to
porcine uricase (a highly immunogenic enzyme), leading to
successful treatment of patients with disfiguring, tophaceous
gout.64 These particles are currently being tested in phase 2
clinical trials. It is also possible to use nanoparticles for delivery
of antigens to lymphocytes by targeting tolerogenic receptors
or exhibiting surface coating with peptide—MHC class I
complexes for antigen presentation to T-cells in the absence of
costimulatory molecules.***>% Attempts have also been made
to induce oral tolerance through the use of PLGA particles that
contain tzpe II collagen for treatment of collagen-induced
arthritis.”

CONCLUSION

In summary, we show that LSEC-targeting PLGA nano-
particles provide a safe and efficient approach for inducing
antigen-specific immune tolerance in allergic airway disease.
Proof-of-concept cellular studies demonstrated that antigen
delivery to these cells induce OVA-specific tolerogenic effects
in vitro. Moreover, animal studies confirmed that the particles
are preferentially taken up by the liver, where surface coating
with mannan and ApoB peptide enhances LSEC targeting, and
are capable of inducing Tregs that suppress allergic
inflammation in the lung. Not only could prophylactic
administration of the OVA-encapsulating particles prevent
the generation of allergic airway inflammation, but it was also
possible, through stabilin-targeting, to substantially suppress
allergic  inflammation in already-sensitized animals. All
considered, tolerogenic LSEC-targeting NPs could have far-
reaching implications for treatment of allergic disease, food
allergies, drug reactions leading to anaphylaxis, and treatment
of autoimmune disorders.

MATERIALS AND METHODS

Reagents. The PLGA formulation obtained from Sigma (St.
Louis, MO) has a lactide/glycolid molar ratio of 50:50, a viscosity of
0.45—0.60 dL/g, and includes a premixed content of ~5 kDa PEG.
Ovalbumin (OVA), dichloromethane, sodium cholate (used as a
stabilizer in the outer water phase), mannan (mw 35—60 kDa), 1-
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ethyl-3-(3-(dimethylamino)propyl)carbodiimide (EDC), FITC I, N-
hydroxysuccinimide (NHS), and N-(2-aminoethyl)maleimide
(NAEM) were purchased from Sigma. The immortalized mouse
hepatic sinusoidal endothelial cells-SV40 (LSEC), Prigrow medium,
and flasks for growing LSECs were purchased from Applied Biological
Materials (Vancouver, BC, Canada). The mouse Kupffer cell line,
KUPS, was purchased from RIKEN Cell Bank (Japan). The ATPlite
luminescence assay kit was purchased from PerkinElmer (Santa Clara,
CA). Hoechst 33342, DyLight680 NHS-Ester, and the isolectin GS-
IB4 were purchased from Thermo Fisher Scientific (Waltham, MA).
The ApoB peptide (ApoBP), RLYRKRGLK, containing a GGC tag
was synthesized by Biomatik (Cambridge, Ontario, Canada). ELISA
kits for the measurement of murine TGF-f, IL-4, IL-10, IL-5, IL-13,
TNF-a, IL-6, IFN-y, and IL-18 were purchased from R&D
(Minneapolis, MN). The horseradish peroxidase (HRP)-conjugated
goat anti-mouse secondary antibody for detection of IgG2a (A-
10685) and IgE (PA1-—84764) were purchased from Invitrogen
(Waltham, MA). The secondary antibody for detection of IgGl
(ab97240) was from Abcam (Cambridge, MA). The 3,3',5,5'-
tetramethylbenzidine (TMB) substrate kit was purchased from BD
Biosciences (San Jose, CA).

Fabrication and Characterization of the LSEC-Targeting
NPs. Pristine PLGA NPs were fabricated using a double-emulsion, w/
o/w method, combined with solvent evaporation. Two hundred
milligrams of PLGA was dissolved in 10 mL of dichloromethane.
Thirty milligrams of an OVA solution (1 mL) was added to the PLGA
solution to form the primary emulsion (w/o0), which was sonicated for
40 s, using a probe sonicator that delivers a power output of 60 W and
a 4/4 s on/off working pulse. The primary emulsion was poured into
60 mL of 1% sodium cholate solution, and the mixture was sonicated
for 2 min and added into 90 mL of 0.5% sodium cholate solution. The
double emulsion was stirred overnight to allow the evaporation of
dichloromethane. The mixture was centrifuged and washed using DI
water five times at 10000g for 10 min to remove the non-encapsulated
OVA, before suspension in DI water or PBS, as indicated.

Mannan attachment to the particle surface was achieved either
through physical adsorption or covalent attachment. For physical
adsorption, freeze-dried NPs (10 mg) were mixed with mannan (20
mg in 2 mL of PBS, pH S5.0) and stirred overnight at room
temperature. The NPs were collected and washed to remove excess
mannan by centrifugation at 35000¢ for 15 min. Conjugation
chemistry was performed using the COOH-terminus of PLGA for
covalent attachment of mannan. Briefly, mannan, EDC, and sulfo-
NHS were added to freeze-dried NPs [#(man)/n(COOH)/n(EDC)
= 0.4:1:10] and dispersed in PBS (2 mL, pH 5.0). The mixture was
stirred overnight at room temperature. The NPs were collected, and
the excess mannan was removed by centrifugation (35000g, 15 min).
The acquired NPs were designated as NP°Y*/man® and NP ©V4/
man”.

For peptide conjugation, ApoBP was conjugated to NP°V by a
two-step reaction, using a N-(2-aminoethyl)maleimide (NAEM)
spacer. The COOH-terminal PLGA groups in the NPs were attached
to the succinimidyl ester, using EDC (n(COOH)/n(EDC) = 1:10)
and NHS. NAEM was subsequently added (n(COOH)/n(NAEM) =
3:5), and the mixture stirred for 2 h to decorate the particle surfaces
with NAEM (NPs-NAEM). To remove the excess NAEM, NPOVA/
NAEM was purified by spinning at 35000g for 15 min. The ApoBP
solution, containing a cysteine tag at the N-terminal end, was added to
the suspension and stirred for an additional 2 h. This allowed the
maleimide group on NAEM to react with the cysteine sulthydryl
group to form a stable thioether bond. The final product was washed
to remove excess reactants. Two doses of ApoBP were used (10 or 20
mg/mL) to generate NPs with different ligand density, which were
designated as NP°Y4/ApoBP® and NP°VA/ApoBPh,

The purified NPs were fully characterized using dynamic light
scattering to determine particle size and surface charge, and scanning
electron microscopy was performed to visualize particle morphology.
The microBCA assay was used to detect OVA loading capacity and
the conjugation efficiency of the peptide ligand, whereas the phenol—
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sulfuric acid method was used to determine mannan concentration.
The endotoxin level was verified by a chromogenic LAL assay.

Cell Culture. LSECs were grown in Prigrow medium,
supplemented with 10% fetal bovine serum (FBS, Gemini,
Sacramento, CA) and 100 U/mL/100 ug/mL of penicillin—
streptomycin (Gibco, Waltham, MA). KUPS cells were grown in
high-glucose Dulbecco’s modified Eagle medium (DMEM) supple-
mented with 10% FBS, 250 uM 1-thioglycerol, 10 pg/mL bovine
insulin, and 100 U/mL/100 pg/mL of penicillin—streptomycin.

Determination of NP Cytotoxicity. Cytotoxicity assays were
performed in LSECs and KUPS cells using the ATP assay. Following
the exposure of the cells to NPs at different concentrations for 24 h in
a 96-well plate, the cell culture medium was replaced with an ATP
solution. After centrifugation in a microplate centrifuge, 100 uL of
each supernatant was removed to determine the luminescence
intensity in a SpectraMax MS microplate reader (Molecular Devices,
Sunnyvale, CA).

Quantification of NP-Associated OVA Uptake by LSEC and
Kupffer Cells. To quantitatively evaluate antigen uptake into cells,
OVA was labeled with FITC as previously described. Following the
incorporation of FITC-OVA into NPs, LSECs and KUPS cells were
incubated with FITC-OVA or the labeled particles for 24 h. Cells
were collected, washed with PBS, and analyzed in a BD LSRII
(IMED) analytic flow cytometer. Flowjo software (Ashland, OR) was
used to quantify the percentage and mean fluorescence intensity of
the FITC-OVA-labeled cells.

Determination of NP-Induced Cytokine Production by LSEC
and Kupffer Cells. LSEC and KUPS cells were treated with NPs for
24 h. The culture medium supernatants were removed, and cytokines
were quantified by ELISA kits for the detection of mouse TGF-f, IL-
4, IL-10, TNF-a, IL-6, and IL-1f according to the manufacturer’s
instructions.

Labeled PLGA Nanoparticle Biodistribution to the Liver
after IV Injection. The near-infrared fluorescent dye, DyLight680
(ex = 692, em 712), was used to label OVA, which was
subsequently encapsulated in the NPs. Animals were IV injected with
25 mg/kg free OVA or 500 ug of ligand-decorated or nondecorated
NPOVA containing the same amount of antigen (n = 6). The mice
were sacrificed after 24 h, followed by ex vivo IVIS imaging of organs
(liver, lung, spleen, heart, and kidney) explanted in a Petri dish. The
data were analyzed using Living Image software (PerkinElmer, version
4.5) and were expressed as the fluorescence intensity in the region of
interest. Liver slices were soaked in OCT in stainless-steel molds,
frozen, and sent to UCLA Jonsson Comprehensive Cancer Center
Translational Pathology Core Laboratory. Liver sections of 4 um
thickness were mounted on glass slides, which were fixed in precooled
acetone for 10 min. The slides were brought to room temperature,
rinsed with PBS, and incubated with a diluted solution of Hoechst
33342 and AlexaFluor488-conjugated isolectin B4 in PBST
(phosphate-buffered saline containing 0.05% Tween-20) for 1 h.
For KC staining, rat anti-mouse F4/80 antibody and AlexaFluor594-
conjugated goat anti-rat secondary antibodies were used for overnight
or 2 h incubation, respectively. The slides were washed in tap water
and PBS, dried, and mounted in a Prolong gold antifade solution
(Invitrogen, Waltham, MA) before the addition of coverslips. A Leica
SP8-MD confocal microscope was used to visualize the slides. High-
magnification images were obtained under the 40X objective lens.

Use of Ligand-Decorated or Nondecorated NP°'A to Induce
Tolerance in a Murine Allergic Airway Disease Model. We used
6—8 week old C57/BL6 mice to establish an OVA sensitization and
challenge model that results in TH2 skewing of the immune response
and generation of allergic airway disease. The basic sensitization
protocol for the pretreatment approach with NPY involved
intraperitoneal (IP) administration of 0.5 mg/kg OVA on days 14
and 21, followed by aerosolized OVA inhalation (10 mg/mL) for 20
min on days 35—37. OVA nebulization was performed with a Schuco
2000 (Allied Health Care Products, St. Louis, MO), delivering OVA
with a flow rate of 6 L/min at the nebulizer cup.>®” Animals were
sacrificed on day 40, followed by collection of BALF (1 mM EDTA in
PBS) and lung tissues for histology and immunohistochemistry. In
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order to assess the tolerogenic effects of NPV in the pretreatment
protocol, mice received IV injection of NP4 (1.25 mg/kg OVA, 25
mg/kg NPs) on days 0 and 7. In order to determine the tolerogenic
effects of the particles in a postsensitization protocol, animals were
sensitized by IP OVA on days 0 and 7, followed by IV particle
administration on days 14 and 21. The animals were subsequently
challenged by OVA inhalation as described above. Animal care was
conducted according to the “Principles of Laboratory Animal Care” of
the National Society for Medical Research (USA). The experimental
protocol was approved by Division of Laboratory Animals Medicine
(University of California, Los Angeles).

BAL Cell Counts, Lung Histology, and Quantification of
Cytokines. Total BALF cell counts were performed on cytospun
samples, followed by fixing and staining with Hema3 solutions I and II
(Fisher Healthcare, Waltham, MA). Differential cell counts were
performed under a Fisherbrand microscope (Waltham, MA). Lungs
were collected, fixed in formalin, embedded in paraffin, and stained
with H&E. Slides were scanned by Aperio AT Turbo digital pathology
scanner (Leica Biosystems) at 10X magnification. Cell-free BALF was
assayed for the release of IL-4, IL-S, IL-13, TGF-f, IL-10, and IFN-y
by ELISA (R&D), as previously described.

Quantification of OVA-Specific Antibody Titers. Blood was
collected from sacrificed animals, and the serum fraction was used to
quantify OVA-specific antibodies by enzyme-linked immunosorbent
assays. Briefly, 96-well microplates were coated overnight with 2 ug of
OVA per well in coating buffer (0.05 M CBS, pH 9.6) at 4 °C. Plates
were washed with PBST (0.01 M PBS containing 0.05% [m/v]
Tween 20, pH 7.4) and blocked by incubating with 1% (m/v) BSA
(Gemini, West, Sacramento, CA) in PBST for 60 min at 37 °C. After
being washed with PBST, 100 uL of serum diluted in PBST
containing 0.1% [m/v], BSA was added to each well and incubated for
30 min at 37 °C. Plates were washed and incubated with 100 yL of
HRP-conjugated goat antibodies against either mouse IgE, IgG1, or
IgG2a (IgE diluted 1:500; IgG1 diluted 10000; IgG2a diluted 1:2000)
for 30 min at 37 °C. The plates were washed with PBST, and 100 uL
of TMB substrate was added to each well and incubated for 20 min at
room temperature. The reaction was stopped by the addition of 50 L
of 2 M H,SO, to each well, and the optical density (OD, 450 nm) was
read in a SpectraMax MS microplate reader. Antibody titers were
expressed as the highest sample dilution resulting in a duplication of
the OD values over serum obtained from nontreated animals.

Hematoxylin and Eosin (H&E) Staining and Immunohisto-
chemistry Analysis. In order to visualize the presence of allergic
airway inflammation, lungs were collected from sacrificed animals and
fixed in 10% formalin followed by paraffin embedding. Sections of 4
pum thickness were mounted on glass slides by the UCLA Jonsson
Comprehensive Cancer Center Translational Pathology Core
Laboratory for H&E staining. We also performed IHC analysis to
determine the appearance of Foxp3® cells in the lung, using a
standardized protocol.”® Briefly, the slides were deparaffinized,
incubated in 3% methanol—hydrogen peroxide, followed by 10 mM
EDTA (pH 8) or 1 mM sodium citrate (pH 6) at 95 °C using the
Decloaking NxGen Chamber (Biocare Medical, DC2012). The slides
were brought to room temperature, rinsed in PBST (containing 0.05%
Tween-20), and then incubated with a 1/200 dilution of the primary
anti-Foxp3 antibody from eBioscience (Thermo Fisher, Waltham,
MA) for 1 h. The slides were rinsed with PBST and incubated with
the appropriate HRP-conjugated secondary antibody from Dako
(Dako, K4003) for 30 min. After being rinsed with PBST, the slides
were incubated with 3,3-diaminobenzidine (Biocare Medical, FR805)
for visualization. After being washed in tap water, the slides were
counterstained with Harris” hematoxylin, dehydrated in ethanol, and
mounted in media, before being scanned by an Aperio AT Turbo
digital pathology scanner (Leica Biosystems) for interpretation by an
experienced veterinary pathologist.

Statistical Analysis. Statistical analysis was performed on
GraphPad Prism 7 software (GraphPad Software, La Jolla, CA)
using one-way ANOVA or the Student t test for determination of
significance. The results were expressed as mean + SEM of at least
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three independent experiments. Statistical significance thresholds
were set at *p < 0.05; **p < 0.01; ***p < 0.001.
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